
w

m (—----n

%’ 1~d
~o

co
%
m

i5
NATIONAL ADVISORY COMMITTEE

FOR AERONAUTICS

TECHNICAL NOTE 3596

ON THE PERMEABII-lTY OF POROUS IvIATEHALS

By E. Carson Yates, Jr.

Langley Aeronautical Laboratory
Lmgley F’ield, Va

Washington

J~~y 1956

-. . . .. . .-. . . . . -—..- . . .. .. . ... . . ..— —. ——. - . ..

—



TECH LJBRARY KAFB, NM

NATIONAL ADVISORY COMMITTEE FOR AERONAUTICS Illlllllllllllfllulull
00bb51s

TECHNICAL NOTE 3596

ON THE PERMEABILITY OF POROUS MWERIALS

By E. Carson Yates, Jr.

SUMMARY

The effects on porous-materialpermeabili~ characteristicsof the
absolute pressure level (and associated scale effects), choking of tie
flow, bending the material, and other factors have been investigated.
Ssmples of rolled 30-by 2~-mesh Dutch weave Monel metal cloth and
l/16-inch-thicksintered bronze were calibrated with constant upstream
pressures of 1 atmosphere and 2+ atmospheres (varying downstream pressure)

and with constant downstream pressure of 1 atmosphere (varying upstream
pressure). Experiments showed permeability characteristicsto be appre-
ciably affected by absolute pressure level, flow choking, and thickness
of the material. Moderate bending of the material caused no noticeable
change in the permeabili~. Simple calculation and correlationproce-
dures are presented for determining permeabili~ characteristicswith
reasonable accuracy when experimental data axe limited.

INTRODUCTION

Accurate and comprehensiveinformation on the permeability charac-
teristics of porous materials is essential to the proper design of area.
suction installationson wings, flaps, inlets, and wind tunn,els. It

was found in the course of designing a wing using suction through a
porous material that available calibration information was not sufficient
for predicting permeabili~. characteristicsfor the range of operating
conditions (absolutepressure levels) anticipated. Since most previous
calibrations (for example, refs. 1 and 2) were found to have been made
with a single fixed relation existing between the Mach number and Reynolds
number of the flow, the effect on permeability of independent variation
of these quantities (caused, for exsmple, by differences of absolute
pressure level) could not be evaluated. For example, if a cwbration
test is made with the upstream pressure held constant and the downstream
pressure varied, it can easily be shown that the ratio of Reynolds num-
ber to Mach number (both based on upstream conditions) is a constant.
In addition, previous investigationswere found to include no information
regarding choking of the flow following the occurrence of sonic velocity
within the pores, bending the material, and, in the case of wire cloth,
rolling the material.
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The need for information on the aforementioned factors is emphasized
by the following considerations. For a given pressure difference across
a porous material, scale effects associated with absolute pressure level
were believed to influence flow velocities. If this influence is appre-
ciable, it should be considered in the selection of a porous material.
Consideration of the limitation on Wlow veloci~ imposed by flow
cholchqgis important in some installations. For example, in wing-suction
applications choking may be used advantageously to limit inflow over areas
where large pressure differences exist, so that chordwise grading of
permeability may be dispensed with. Pending the porous material could
affect permeabil.i~ by changing the sizes of openings in the material
and by changing the flow from one dimensional to two dimensional. These
changes could have significant effectsy for example, in flow near the
leading edge of a wing.

The investigationreported herein was undertaken to determine the
influence on the permeability of porous material of the aforementioned
factors. Representative samples of wire cloth and sintered bronze (two
samples of each) were calibratedby holding the upstream pressure con-
stant at 1 atmosphere and varying the downstream pressure, by holding the
upstream pressure constant at & atmospheres and varying the downstream

3
pressure, and by holding the downstream pressure constant at one atmos-
phere and varying the upstream pressure. Testing in this manner yielded
independent variation of l.kchnuuiberand Reynolds number. The analysis
includes comparison of the wire-cloth calibrationswith a calibration for
the same material bent to form the leading edge of a wing model which was
tested in the Langley 19-foot pressure tunnel. Data obtained in the
Langley cascade aerodynamics laboratory for the wire cloth rolled to var-
ious thicbesses are also shown. The analysis indicates methods for cal-
culating or estimating permeabili~ calibration curves, and these methods
are presented herein.

The possible large effect on permeabili~ of the presence of a com-
ponent of the inlet veloci~ which is parallel to the porous surface
(as discussed in ref. 3) is not considaed herein. However, since the
pores in the materials investigated ~e very much smaller than those in
the perforated materisls of reference 3, it is believed that the influ-
ence of a parallel flow component in the present case would be consid-
erably less than that reported in reftience 3.

SYMEOLS
.“

A cross-sectionalarea of venturi throat

D effective “dismeterof pores, ft

g gravitational acceleration, ft/sec2
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porous-material flow coefficient

Mach number

static pressure, lb/sq in. or lb/sq ft

pressure drop across the porous material, pu - pd,
lb/sq in. or in. ~0

~V2, lb/sq ftdynamic pressure, 2

Reynolds number, ~
P

temperature, Ol?or%

thickness of porous material, in.

velocity in test apparatus (flow considered to be one-
dimensional), ft/sec

Dsrcy flow coefficient

ratio of specific heat at constant pressure to specific
heat at constant volume

viscosi~ coefficient,

mass density, slugs/cu

slugs/ft-sec

ft .

Subscripts:

d station just downstream of the porous material

t station at the venturi throat

u station just upstream of the porous material

DEFINITIONS

The term “porosi&’ as used herein is defined as the percentage of void
present in the porous material.

Permeability is a qualitative term related to the resistance of the
material to fluid flow. The greater the resistance, the less the
permeability, and vice versa.

—_—___ _____ _ ___ _._.
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mms Am TECHNIQUE
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APPARA!rus

The apparatus used in the tests with constant upstream pressure is
shown schematicallyin figure 1. It consisted of a 2-inch inside-
diameter pipe with a flange, clamp plate, and gaskets at one end to hold
the sample and a wooden venturi at the other end.. Downstream of the

~inch-diameter-venturi throat was an exhaust pipe containing a gate
2
valve for regulating the downstream pressure pd.

The apparatus used in the tests with varying upstream pressure is
shown in figure 2. This apparatus was the same as that psed for con-
stant upstream pressure except that an additional length of 2-inch pipe
was attached upstream of the sample, and the downstream pipe and valve
were moved upstream of the entire setup. Fine wire screens were placed
2 diameters upstreamof the sample to help maintain flow uniformi~.
High and low pressure sources used were the Langley 19-foot pressure
tunnel and the suction side of a centrifugal compressor.

Downstream flow velocities were determined by applying one-
dimensional-flowrelations between stations d and t (figs. land2)
as follows:

(1)

Continuity and isothermal conditionswere used to relate stations u
and d.

MATERIAL

Two flat samples of 30-by 250-mesh Dutch weave Monel metal wire
cloth were calibrated. The wire diameters for these samples were
0.0080 inch for the wires that were 30 per inch and 0.0040 inch for the
wires that were 250 per inch. The samples were rolled to a thickness
of 0.017 inch from an original thictiess of 0.026 inch. For purposes
of this investigation,tests of wire cloth of other mesh dimensions were
not made because examination of data available from the Langley cascade
aerodynamics laboratory indicated that other meshes would have generally

— ——
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similar flow characteristics. Results presented herein for the wire
cloth are, therefore, considered to be typical. Inasmuch as the two
wire-cloth ssmples are ostensibly identical, data are shown for only one
of them. However, a 6-percent difference occurred between the flow
velocities for the two samples at a given value of 4. This difference
gives some indication of the variation of permeability which may occur
for a given thickness of wire cloth.

In addition to the calibrations of the wire cloth, ca.librationa
were also made of two flat samples of ~inch-thick sintered bronze. A

16
theoretical and experimental investigation of the permeability of various
sintered metals is reported in reference 4.

PROCEDURE

In the calibrationsmade for this investigation,thee methods of
pressure variation were used. The first method employed a pressure pu

upstream of the sample of approximately1 atmosphere and a variable
suction pre8s~e pd downstream; the second method employed ~ of

approximately2$ atmospheres with a variable pd; and the third method

employed a vsriable pu with pd of 1 atmosphere. In every case a

2-inch-diameter sample of porous material was open to the flow, and the
results presented represent an average of conditions over the sample.
Before each calibration the sample was thoroughly cleaned with acetone.

The pressures indicated by the manometers shown in figures 1 and 2
were recorded for various values of 4. Reference temperature and
pressure were also recorded. For each value of 4, the flow velocities
were obtained from the calibration eqyation

ACCURACY

The repeatability of the wire-cloth calibrationswas determined by
making several duplicate calibrations. The results indicated that the
calibrationswere repeatable within about 1 percent. No repeatability
check was made for the sintered materials. The venturi calibrationwas
based on the assumption of incompressibleflow in the venturi. This
asswnption resulted in a maximum error of about 1 percent at the highest
velocities obtained. Calculations indicate that errors in the velocities

o caused by venturi scale effect were less than 0.6 percent.

.

.—— —. _- ——.. —~ - ——-—-—
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The basic permeability data are presented as plots of Vu against

4, inasmuch as the quantity desired for boundary-layer-suctionappli-
cations is @flow velocity for a given pressure drop. Also, since the
porous-material flow phenomena depend only on Mach number and Reynolds
number, any dimensionless flow characteristic (for example, 4/Pu

or 4/~) plotted as a ~ction of M and R will co~letely describe

the flow. For purposes of analysis, plots of this type sre used herein.
The particular form chosen for this plot for the wire cloth is 4/~

as a function of ~ ‘or ‘Wiow ‘Ues ‘f ‘he =meter ‘Urn” ‘e
quotient Ru/D~ was chosen because this qutity is constant for cal-

ibrations with constant ~ and Tu. Since the length which appears

in the expression for R is significant only in comparisonsbetween
different materials, and since only a single wife cloth is considered,
this length has been eliminated from the Reynolds nuuiberby using the
quantity Ru/D instead of Ru. For the sintered materials the Wch
number effects were expected to be small, and 4/~ is therefore pre-

sented as a function of R for vsrious values of ~D~.

WIRE CLOTH

Effect of Mach Number and Reynolds Number on Permeability

The
with the
shown in

pressure

differencesbetween the calibration curves obtainedby testing
three upstream-pressure conditions described previously we
figure 3. For the tests tith ~ variable, the downstream

pd was atmospheric, and at smsll values of % (valve nearly

closed) the upstream pressure ~ was only slightly greater than atmos.
pheric. This condition is very nearly the sane as that which existed
at low values of 4 for the tests at ~ . 1 atmosphere, that is, ~

of 1 atmosphere and pd slightly less than 1 atmosphere. Therefore,;

the curves for ~ . 1 atmosphere and ~ variable would be expecl%d

to lie very close together at small values of 4. By similar reasoning

the curves for pu . 2+ atmospheres and pu variable would be expected

to-lie very close toge~her at large values of 4. This behavior of the
experimental data is shown in figure 3.

The data of figure 3 are shown in figure k in the formof 4/~

as a function of ~ with Ru/Dl& -asa persmeter. It is emphasized

-—. .—
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that this plot completely describes the flow for the given material
regardless of the differences in pressure magnitudes or temperature.
Any other nondimensionalpresentation of the data may consequentlybe ~
derived from
sistent with

atmosphere,

contours are

this figure, and any correlation of the data must be con-
these results. In addition to the curves for ~ = 1

2~ atmospheres, and puh= ~ variable shown in figure 4,

also shown for intermediate conditions of constsnt pu

(ad hence constant Rum). These contours, obtained from cross plots

of the three experimental curves, give complete calibration information
over the entire Mach number and Reynolds number range covered by the
tests. At low Reynolds numbers (upper left portion of the contours of
fig. 4), the relatively large spread between the contours indicates that
sizeable scsle effects occm in this range. The rapidly decreasing
slopes of these portions of the curves of 4/w as a fimction of ~

()4!2- + to inertialsre indicative of transition from creep flow

( 9
flow *= Constan . I& comparison, scale effects are relatively

small’in the range’of moderate and high values of ~~ (center and

right portions of fig. 4). The upward turn of the contours as ~

increases is evidence of incipient choking.

Q= comtmt.-Representation of a single calibration curve by
%

Figure 4 shows that above the range of creep flow and below the range of
choked flow the experimental calibrationsmay be approximated by lines of

~. Constant. For w .1 atmosphere (fig. 4), the experimental.$
%
curve deviates from the mean value by as much as 6 percent for values of

~ between l.6 x10-3 s.nd4.0x10-3. However, solving ~= CoM-t
‘%

for the velocity will give values of Vu which deviate from the experi-

mental values by less than 3 percent for 1.6 x 10-3 <~ < 4.0 x 10-3,

as is shown in figure 5. Thus for a particular calibration curve,

ITvu-’= K:@
u

(2)

where the constant is related to the orifice coefficient. A slightly
modified form of this “orifice flow” equation was used in reference 5
to investigate the efficiency of cowlings.

—.—.._ ——.— -——.— ——.—.— .—. ..— —
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Equation (2) may
4= Constslltx (vu)~

be compared with the empirical equation
used in reference 6. Calibrations of several

porous materials and conibinationsof porous materials with ~ . 1 atmos-

phere indicate that 1 < p <2, where the lower value correspondsto
purely viscous (creep) flow and the higher value corresponds to purely
inertial flow.

Rough correlation of calibrationsfrom
()

vu=fQ .- Based on
P~

figure k a correlationprocedure can be developed which will permit the
use of available wire-cloth calibration data (for example, curves of Vu

as a function of 4, for pu = 1 atmosphere) for design purposes at

absolute pressure levels other than the calibrationpressure level.

Figure 4 shows that for a given ~ (and hence Vu) in the range

of high and moderately high values of ~, “4/w does not ~W @?eatly

with changes of ~. An increase in ~ of 125 percent yields a

decrease in 4/~ of about 20 percent. Now if the ordinate of figure 4

is multiplied by *2, the resulting coordinate 4/pu will also decrease .

by20 percent at a given ~ (or, approximately, at a given Vu). It

is seen from eqwtion (2) that ~or constant ~ (and Tu), 4 is pro-

portional to VU2, so that for a given @/pu, Vu will increase by

about 10 percent as ~ increases by 125 percent? Therefore, a rough
correlation of the data at moderate and high velocities for the three
upstresm-pressure conditionsmaybe obtained by presenting Vu as a

function of 4/~. Such a plot is shown in figure 6. ws ty-peof pre-

sentation is essentisll.lythe same as that used in reference 3, where Vu

was given as a function of 4/p. For the Reynolds number range of the
present tests the correlation is rough, but for 4/~ greater than

about 0.2, any one of the curves would serve as a reasonable approxima-
tion to the other two. The difference remaining between the calibration
curves of figure 6 is, of course, entirely due to scale effect. From
figures 4 and 6 it is concluded that beyond the region of creep flow,
calibrations for wire cloth sre not greatly affected by variation of
Reynolds number, at least in the range of pressures and Reynolds numbers
covered by this investigation. However, the curves of figure 4 and the
difference remaining between the calibrations of figure 6 show that scale
effect is related to absolute pressure level. Further discussion of
scale effects in a theoretical and experiment&1 study of the flow resis-
tance of sintered metals may be found in reference 4 and in the sectidn
herein entitled “SinteredMetal.”

—- —. ..— –-—. —— ——
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In the selection of wire cloth for a given installation, the plot of
vu against @/pu could be used (at least at the higher values of Vu)

to obtain an initial estimate of permeability regardless of absolute
pressure level because the velociw spread is little more than the
6-percent spread which occurred,for the two ostensibly identical samples.
In other words, for selecting a porous material whose resistance is pri-
marily inertial, the effect on permeability of a difference between
design and calibration absolute pressure levels may be approximately
taken into account simply by plotting the permeability curve as the var-
iation of Vu with 4/~. An empirical attempt to correlate calibra-

tions between different materials is given in references 7 and 8.

The experimentallyobserved relation ~ . f(@).- In the analysis

of the calibration data it was observed that for all three upstream

pressure conditions (pu ~ 1 atmosphere, pu . 2~ atmospheres, and pu
3

variable), plotting ~ against 4 (fig. 7) tends to bring the three
(

sets of data into coincidence,at least until the curve for pu = 1

atmosphere diverges because of choking. The correlation shown in fig-
ure 7 is, indeed, so good that a single curve may reasonably be faired
through the data. 12.gure7, however, might best be considered as an
illustration of the fact that a particular correlation might be obtained
for a particular material in a particular range of test conditions, even
though such correlationmay not have general applicabfl~. In the
section which follows entitled “Sintered Met~” is shown an even more
striking correlation obtained for a sintered bronze, where tests of
similar materials failed to show similar correlation. An occurrence of
this sort shows that correlationbased on anything but the fundamental
variables, Wch number and Reynolds nuuiber,should be used only with
great caution.

Comparison of Vu and Vd; ~ffeCtS of choking.- h the prepara-

tion or use of calibration data, it is important to recognize that a
considerabledifference may exist between the magnitudes of Vu and Vd.

Inasmuch as some calibrationshave been presented without distinction
between upstream and downstream velocities, figure 8 includes a compsx-
iSOn Of Vu and. Vd for 0.017-inch and ().()18-inchwire cloth. The

Vd curves were calculated

through the

In the

But as L@

material to be

range of small

increases, the
,-.

from the Vu curves by considering the flow

isothermal.

values of 4, Vd and Vu are nesrly eqwal. “

loss of total pressure becomes large, choking

.

_ ——— .—. _ _ —.. ..—— .——_ —.
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occurs in the

is not a good

pores, and Vd increaseS very rapi~. ~erefore, Vd

approximationto Vu at large values of 4. Strictly

speaking, after the flow in the pores is completely choked, Vu remains

constant for all values of 4. However, figure 8 shows a continuing
slight rise in Vu which is believed to be caused by the presence of

subsonic boundary layers on the wire elements. These boundary layers
willlpermit some slight increase of upstream veloci_& with increasing
pressure drop, even though’the external flow regions sxe fully choked.

Effect of Rolling the Material

The effect of rolling on the permeability of metal filter cloth
is shown in figure 9 as obtained from data taken in the Langley cascade
aerodynamics laboratory. Rollllngor hammering the materisl apparently
has little effect on the form of the calibration curve but changes only
the magnitude of the velocities. Each curve shown for the rolled mate-
rial can be found from any one of the other curves by multiplying the
ordinates by a constant factor.

IYgure 10 is a cross plot of the data of figwe 9. This plot and
the other data examined indicate approximately linear variation of
downstream VelOCi@ Vd with thiCheSS, at least over the range of

thickness presented. The scatter of some of the points of figure 10 is
attributed to the fact that the thicknesses were determined with a pre-
cision no better than tQ.0001 inch. Differences between the permeabil-
ities of two samples of the same thickness were mentioned previously in
the section entitled %.terial”. The relation between permeability and .
porosi~ is further discussed in reference 9, and a semiempirical.rela-
tion between 4/~ and porosi~ is given in references 1 and 10.

.

Effect of Bending

~gure 8 presents a comparison of

the l&terial

vu and Vd curves for flat

and curved specimens of the 30- by 250-mesh filter cloth. The Vu cwve

for the 0.017-inch thickness is that of the present investigation. The
vu cm-re for the 0.018-inch thickness is the calibration for a porous

leading edge as installed on a sweptback tapered wing model which was
tested in the Langley 19-foot pressure tunnel. The leading-edge radius
of the porous part of this wing varied from 0.20 inch to 0.307 inch,
measured perpendicular to the leading edge.



A comparison of these curves for Vu indicates that the amount of

bending present in the model leading edge caused no noticeable change
in the form of the curve, although more extreme bending might possibly
produce a change. The curve for the 0.018-inch material,can be computed
from the curve for the 0.017-inch material by multiplying the ordinates
by a constant factor. The magnitudes of the’velocities are likewise
unaffected by this amount of bending because the difference in magnitude
between the two Vu curves is accounted for by the difference in thick-

ness of the two samples.

ImNTmED ME?I!AL

Calibration curves are shown in figure 11 for two ssmples (desig-
nated A and B) of sintered bronze similar to that used in references 6,
Il.,and12. For comparison, the calibrations for the wire cloth (fig. 3)
and for the sint~ed bronze of figure 7 of reference 13 are included.

The curves for ssmples A and B (fig. l.1)show a variation with
absolute pressure level similar to that for the wire-cloth calibrations.
This variation is not in agreement with the results shown from refer-
ence 13. The tests of reference 13 yielded the same calibration curve
for pu of 1 atmosphere, for ~ varying higher than 1 atmosphere,

and for ~ varying lower than 1 atmosphere. In view of this difference

of results each set of data, that is, for sample A, sample B, and the
sample of reference 13, was examined for consistencywithin itself.
This examination was made as follows:

The dimensionless quantity “
PU-P

(Ner number) is in general a
a

function of Mach number and Reynold~ number. (See, for example, fig. 4.)
For the sinteredmaterisls considered herein, it was anticipated that

the flow resistance would be primarily viscous, SO that ~ would
~

be predominantly a function of R. If Wch nuuibereffects are actually

W - p ,shotid have thenegligible for a given porous material, then
~

s6me value for a given Reynolds nuuiberregardless of absolute pressure
level. Since the flow is approximately isothermal, and since tempera-
ture differences between calibrations for each sample were not large

(these conditions are assumed to

is used instead of R. In order

apply also for ref. 13), R#. ~vu

to represent the flow in the pores,

-—.— ..—. ..-— —-— -. .— ————.
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the quantity ~
~

Since no measurements
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must be evaluated within the porous material.

of
the averages of upstream

pl.l+1%1 ~P= *

conditionswithin the materials were available,
and downstream conditionswere used. Thus,

The quantity ‘u - p is plotted against Rv~ in figure 12 for samples A
~

and B of the present investigationand for the data of reference 13. It
should be noted that this figure is analogcnm to figure k for the wire
cloth.

Figure 12 shows that sillthree sets of data are consistentwithin
themselves. The downward displacement of the points for ~ = 1 atiS-

phere for sample B is caused by compressibw~ effects since, for a
given R@, this curve represents appreciably ~gher ~eloci~ fit~

the material than the Pu = 2* atmospheres and Pu variable curves.
.

The explanation for the i.nsensititi~ of the data of reference 13 to
absolute pressure level is indicated by consid~ation of the slopes of
the calibration curves. If the flow in the pores is completely viscous
in nature, and if compressibili~ effects are negligibly smadl, the flow

will.be described by Poiseullle’s equation V = k ~, where k is constant

for a given material. (See refs. 2 and 14.) Thus,Min the range of very
low velocities the sintered-metalUbration data would be expected to
be independent of absolute pressure level.

The Poiseuille equation is based on flow with constant densi~.
As 4 increased, the flow densi~ change through the material became
appreciable, and the flow became of the Dsmy type. This type of flow
may involve appreciable densiw change, but the flow resistance
predominantly viscous. Correlation of the data on the basis of
equation,

or
P: 2 . *. ‘4 puvu“ pd ‘d

remains
Darcy’s

(3)

——z . —.—



NACA TN 3596 13

.

.-

is shown in figure 13. It msy be observed from figure 13 that, since
the relation between mass flow ~Vu and “pressure-squaredifference”

Pup 2 is not exactly linear, the flow is not a pure Darcy flow.- pd

The relation between the Darcy eqp.ationand the Poiseuille equation is
discussed in reference 15. Equation (3) shows that for the Darcy-type
flow, curves of VU against 4 should be affected by absolute pressure

level.

As 4 increased further, inertial resistance became evident.
Increasing inertia forces cawed the slope of the curves (fig. 11) to
decrease as velocity increased. (See also ref. 2.) In this range of
higher velocities, absolute pressure level should again affect the
calibration curve. This condition msy be illustrated as follows:

Reverting to upstresm flow conditions and ignoring Mach number
@effects causes the general functional relation — = f(M, R) to take

the form ~

$ = f(R) (4)

In fimme 14 this relation is shown to hold reasonably well up to
chok& . Curves of the
equation of the form

type shown may be represented-empiric-~ by an

4 _~n-2 ..
%

(5)

where A and n are in general.variable. substituting for ~ and R
and rearranging gives

(6) ‘

or applying the equation of state gives

4 = mn-&np2-np,,n-l-v,,n (7)

where the gas constant has been
constant, for n . 1, equations
Poiseuille eqution, and for n

relation ~= Constaut.
%

u u

absorbed into the pmmeter B. If Bis.
(6) and (7) reduce to the form of the
= 2, they reduce to the inertial flow

—. —— .—. .. —-— —— .-— — . ..— — . ..— — _
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Since the curves of figure 14 may be approximated by strai@t lines
over a wide range of Rw/D, the parameters B and n in eqpation (7)
may be considered constant, and the eqyation may then be used to indi- -“

cate the rektive extent to which ~ affects the calibration. In the

veloci~ range below about 5 feet per second, the data shown”in figure 11
from reference 13 show 4 varying with the 1.17 power of Vu. With

this value being used as the value of n, it may easily be shown that only
the 0.17 power of pu appesrs in the expression for 4, and hence abso-

lute pressure level affects the calibrations of reference 13 to the
extent of only *3 percent at Vu = 5 feet per second. At higher veloc-

ities, n becomes greater, and the effect of absolute pressure level
should be more noticeable. For comparison,below Vu = 5 feet per sec-

ond, sample A showed 4 verying with the 1.26 power of Vu for

h = 1 atmosphere and with the 1.33 power of Vu for ~ = 21 atmospheres.
3

At a given velocity, if the magnitude of pressure (and hence density)
is increased, dynamic pressures are increased, and so the inertial resfs- I“
tance of the material is increased. This increased resistance tends to
shift that portion of the permeabili~ curve (fig. 11) to the right.
The-increase of densi~, howev=, increases the Reynolds number and hence .

decreases the @ reqydred for a given dynamic pressure (fig. 12). This
condition tends to shift the permeabili~ curve to the left. It iS
believed that these opposing effects coincidentally cancel each other
for the material of reference 13.

It should be noted in passing that the occurrence of a linear rela-
tion between 4 and Vu is not sufficient to indicate a Poiseuille
flow ● Eqw’cion (3) indicates that for the Darcy flow, 4 will vary

linearly with Vu, if pti is varied in such a way that $2= Constant.
u

Also, for example, solving simultaneouslythe equations ~. Constant

~4= Constant x Vu indicates that linear variation of 4 with

vu may be obtained for isothermal flow with purely inertial.resistance

if ~ is varied so that @ . Co=tit.
P~

CONCLUSIONS

The permeabili~ characteristicsof representative‘ssmplesof wire
cloth and sintered metal have been investigatedby means of flow cali-
bration tests made over an independent range of ~ch number and Reynolds
nmiber. The results and comparisonwith other data revealed the
following information:
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.
1. Since the permeability characteristicsof a given porous mate-

rial depend only on ~ch number and Reynolds number, values of absolute
pressure and temperature affect the usual calibration curve of upstream
velocity as a function of pressure drop by changing the Mach number and
Reynolds number of the flow.

2. In the absence of complete experimental data, a rapid estimate
of the variation of velocity with pressure drop for wire cloth may be
obtained by assuming that the ratio of pressure drop to upstream dynamic
pressure is a constant. The results may be expected to be reasonably
accurate up to conditionswhere appreciable choking occurs h the pores.

3. For a given tie cloth, the spread between calibrations obtained
by using different absolute pressure levels can be greatly reducedby
plotting upstream veloci~ against the ratio of pressure drop to upstream
pressure.

,

<

4. When the thiclmess of wire cloth is reducedby rolling or
hammering, the veloci~ downstream of the material varies almost linearly
with thickness for a given pressure drop, at least Witti. the range of
this study.

5. Variations of veloci~ with pressure drop for wire cloth are not
noticeably changed by bending the material, at least within the range
of this investigation.

Langley Aeronautical Laboratory,
National Advisory Committee for Aeronautics,

_ey meld, Vs., October 7, 1955.
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